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The following sample(s) was / were submitted and identified on behalf of the client as:

Buyer ltem No.

Country of Origin
Sample Receiving Date

Test Performing Date

T068.500
CHINA
Jun.05, 2018

Jun.05, 2018 to Jun.18, 2018

Test Result Summary

Test(s) Requested

Resuli(s)

Slide durability test with reference to clause 6.3.8 of EN 15338:2007 : PASS

Summary:

1. For further details, please refer to the following page(s).

Signed for and on behalf of

Shunde Branch
SGS-CSTC Co., Lid.

Hary Nie
Approved signatory

Unless otharwisa agread in writing, this dncumant Ia Issuad by the Bompemf auh|ar::t fo Itz General Conditiona of Sarvice printad
overleal, available on request or accessible at and, for slectronic format documents,
subject to Terms and Conditions for Electronic nwrnanta at a-F_ .comfenTerms-and-Conditions Tarms-a-Dogumant aspx.,
Attention is drawn to the limitatlon of liability, Indemnification nnd Turisdiction Issues defined therain. Any holder of this decument Is
advised that information contained hareon reflects the Company's findings at the time of its intervention only and within the limits of
Client's instructions, i any. The Company's sola responsibility is to its Cllent and this document does not exonarate partias o 3
{ransaction from exercising all their ring and onliga ong under the iransaction decumenis, This document cannol be reproduced
axcapt in full, without prior written approval of the Company. Any unauthorized alteration, forgary or falsification of the contant or
BppRarance of this document is unlawful and nﬁ'enders may be prosecuted to the fullest extent of the law. Unless otherwise stated the
resulls shown in this test report refer anly 1o the sample(s) lesled and such sample(s) are retainad for 30 days only.

Abltention:Te check icity of testing | inspection report & certificate, please contact us at telephone:[88-755) 8307

1443, or amal|: CH.Docchecki@sgs. com

1 Buidiog Fovpeen e et | Pt Mecka Secicn lkory Towe Shoack Freen Sargrg O 528330 ¢ (B6-757)22805888 [ (8B-T57)22R05858  www.SQsgIoup.com.cn
HE % - BUEREES A AR IR RRHE SRAT RS FRE NS 519 1 (96-757)22805888 | (B6-T57|22B05858 e sgs.china@sgs.com
]

Member of ihe SGS Group (SG3 SA)




SGS

Test Report Date: Jun.19, 2018 Page 2 of 3
TESTS AND RESULTS

Test Conducted:
Slide durability test with reference to clause 6.3.8 of EN 15338:2007.

General Test Condition:

The following test program was conducted in a laboratory environment maintained at 15%C to 25%C and 50%+5
RH. The sample was individually tested after conditioning in the test environment for at least 24 hours prior to
conducting the test.

The complete detailed procedures may be found in the referenced specification and are only summarized herein.
Unless otherwise specified, the tests are carried out in the following order the same sample.

No. of Sample:
1 Pair (Sample 1). For more sample information and pictures, please refer to the following page.

Test and Requirements Test Results

6.3.8 Durability test

Open and close the extension element gently and without supporting the front for 100,000
cycles specified by applicant.

Open from the fully closed paosition to the point at which one-third of the inside length
(depth) of the extension element, or at least 100 mm, remains inside the test frame. For
extension elements, which are equipped with any sort of built-in stop in the open position,
fully open the extension element without forcing the stop. If the extension element has a PASS
damper and/or a catch device, including a self opening or a self closing mechanism, this
shall be allowed to operate at each cycle. Open and close the extension element via the
force application point at a rate of 4 to 15 cycles per minute. The extension element shall
fulfil its function and When the loading capacity is less than 40 kg, the opening and closing
forces determined shall not exceed 50 N, When the loading capacity is not less than 40 kg,
the opening and closing forces determined shall not exceed 12,5 % of the loading capacity.

Remark:

1. The total load 35 kg and cyclic number 100,000 were specified by client;

2. The dimension of testing drawer is 530 mm({W) by 510 mmi(L) by 87 mm(H);
3. For the sample information and pictures, please refer to the following page.
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SAMPLE INFORMATION AND PICTURES

Weight: 1065 g/ piece
Length: 495 mm

Other Dimensions: /

Sample as Received

***End of Report™*
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